Table S1. Cd and Te content in the as-prepared NPs as determined by ICP.
	NPs
	μg Te/mg* 
	μg Cd/mg 
	Cd/Te ratio

	Green
	4.3
	9.8
	2.3

	Yellow
	3.0
	9.1
	3.0

	Red 
	2.1
	11.9
	5.8


* element/mg sample 

