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Figure captions:
Figure S1. Variation of surface temperature, bulk temperature and fouling resistance with time for blends of HA and HC with different ratios. (a) HA 85%, HC 15%, (b) HA 75%, HC 25%, (c) HA 15%, HC 85%.
Figure S2. Variation of surface temperature, bulk temperature and fouling resistance with time for blends of HB and HC with different ratios. (a) HB 90%, HC 10%, (b) HB 85%, HC 15%, (c) HB 75%, HC 25%, (d) HB 50%, HC 50%.
Figure S3. Variation of surface temperature, bulk temperature and fouling resistance with time for blends of HB and HD with different ratios. (a) HB 90%, HD 10%, (b) HB 85%, HD 15%, (c) HB 75%, HD 25%, (d) HB 50%, HD 50%.
Figure S4. Variation of the average fouling rate with blending ratio of HA in HAC, HC in HBC or HD in HBD.
