Figure Captions

Figure 1. TG curves of the studied samples
Figure 2. DTG curves of the studied samples
Figure Captions -  Supporting Information
Figure S1. Tensile strength of studied WPC samples

Figure S2. Elongation at break of studied WPC samples

Figure S3. Tensile modulus of studied WPC samples

Figure S4. Hardness of studied WPC samples

Figure S5. Toughness of studied WPC samples

Figure S6. Abrasion of studied WPC samples

