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1. The selected area electron diffraction (SAED) patterns of the obtained Bi12TiO20 nanoparticles. 
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Fig. S1 The selected area electron diffraction (SAED) patterns of the obtained Bi12TiO20 nanoparticles.






School of Chemistry and Pharmaceutical Science, Qingdao Agricultural University, Qingdao 266109, China
 Corresponding author, e-mail: cataszw@hotmail.com

2. BET surface area of Bi12TiO20 nanoparticles, nanorods and raft-like one.
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Fig. S2 N2 adsorption-desorption isotherms of Bi12TiO20 nanoparticles, nanorods and raft-like one.
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