[bookmark: _GoBack]Supplementary Table 2. Peak list details of XRD pattern of Cs-AgNps powder
	Peak
	Peak position (2θ°)
	FWHM*
	Size (nm)

	111
	38.15 
	0.93
	9.03 

	200
	44.43 
	2.95 
	2.91 

	220
	64.64 
	1.59 
	5.93 

	311
	77.51 
	1.47 
	6.95 


*FWHM: Full width half maximum

