

Figure S1. Adsorption kinetic curves of TFM (a) and oleuropein (b) on XAD 7HP with respect to both adsorption ratio and adsorption capacity
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a
ADS%	15	30	45	60	90	120	150	180	240	23.980815347721823	40.767386091127101	52.212775234357963	59.516023544800525	72.378460867669503	76.30259428820581	77.828646173969915	79.463701765860037	79.681709178112058	Qe(mg/g)	15	30	45	60	90	120	150	180	240	5.2823665001920865	8.9800230503265475	11.501152516327315	13.109873223203996	15.94314252785248	16.807529773338459	17.143680368805228	17.503841721091053	17.551863234729158	





b
ADS%	15	30	60	75	150	180	240	300	31.285694105301392	52.781869917058501	64.845720743446407	69.481161584566024	83.77898411801506	88.696950739612134	97.590458700785021	97.905273141888486	98.498577280891169	Qe(mg/g)	15	30	45	60	90	120	150	180	240	31.285694105301392	52.781869917058501	64.845720743446407	69.481161584566024	83.77898411801506	88.696950739612134	97.590458700785021	97.905273141888486	98.498577280891169	





