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1. Compatibility studies by DSC method

To evaluated the compatibility of PDA and energetic some energetic components and inert materials used in solid propellants and polymer-bonded explosives, DSC method was performed. The typical DSC curves of system 1-29 (energetic components) and 30-43 (inert materials) are presented in Fig. S1 and Fig. S2, respectively.

Fig. S1 Typical DSC curves of system 1-29
Fig. S2 Typical DSC curves of system 30-43
