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Figure S1: CTAB thermogravimetric curve.
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Figure S2: SEM top view a) of the LASER reflection side and b) of the other side, after the synthesis of ZnO nanorods. The LASER reflection side is covered with a) 1nm and b) 3 nm of gold before the nanorods growth.
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Figure S3: SEM top view of the nanotubes obtained after the dissolution during 3.5h of the nanorods in a solution containing 0.5 wt% of CTAB and 0.5 wt% of NH3(aq). The nanorods were synthesized in an autoclave filled with 6 mL of ammonia (25 wt%) and with 80 mL of zinc chloride aqueous solution (0.1 mol/L). The autoclave is heated to 95°C during 70 min.
image1.emf
0 100 200 300 400 500 600

-110

-100

-90

-80

-70

-60

-50

-40

-30

-20

-10

0

10

Weight loss (%)

Temperature (°C)


oleObject1.bin

image2.tiff




image3.tiff




