Supplementary Figure
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Figure 1 Quartz Crystal Microbalance (QCM) data to simulate the coating of the LbL NPs. The QCM was fixed with a HA electrode. Poly-L-Arginine (Arginine) and siRNA coating solutions were injected over the electrode sequentially to coat the respective layers onto the HA. QCM data displayed reductions in resonance frequencies relating to the thickness of the adsorbed film layers.
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Figure 2 Schematic diagram of the designed LbL NP.
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