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Figure S1 
1
H NMR spectra of neat PVDF and nano-PVDF/IL-CB (100/16-2), respectively. 
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PVDF Nanocomposites with various feed ratio

 

Figure S2 IL grafting yield in the nano-PVDF/IL-CB composites with different CB contents.  


