
 

Figure S1. Standard amine concentration curve. Inset reveals colors of standard glycine solution 

with various concentrations 



 

Figure S2. SEM images of T1000 (top figure) and T500 (bottom figure) spheres. (scale bar: 

1 m) 



 

Figure S3. UV-vis spectra of T1000 and T500 spheres in TBST medium. 

 


