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Supporting Information: 
 
Figure 1. (A) Zoom-in image of an IgG nanodot array after treatment with an aqueous 
solution of anti-IgG coated Au nanoparticles. (B) Three dimensional image of (A).  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure 2. Zoom-in image of two component protein pattern after reaction with anti-IgG. 
(A) Topography image and (B) phase image 


